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M RIGEE S ¥ R E T 2 3R (The following sample(s) was/were submitted and identified by/on
behalf of the applicant as) :

% & #i(Sample Description) . NYLON CABLE TIE (NATURAL) (Ris& smAF (&4 ))
I+ 5 A &2 %5.(Item No. from :  #%+% %5% (PLEASE REFER TO PAGE 5)
the same material)

51 F (Sample Material) : NYLONG66, 94V-2 (NATURAL)
Jz ¢ p #p (Sample Receiving Date) . 2019/08/02
B2 (Testing Period) ;. 2019/08/02 to 2019/08/08

B3 g F(Test Requested) :
(1) #3% % = 4p %> %% RollS 2011/65/EU Annex 11% # 25745 4 (EU) 2015/863iR13#4F ~ &~ & ~ = §idd ~ F B F ~ Ji0m ¥
g, DBP, BBP, DEHP, DIBP. (As specified by client, with reference to RoHS 2011/65/EU Annex II and amending
Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP
contents in the submitted sample(s).)

(2) 2w plzEm P L™ - F . (Please refer to next pages for the other item(s).)

BE 25 (Test Results) # 4B T - % (Please refer to following pages).
3% (Conclusion) (1) R#pE 2 ordinenth S Hep~ 40 & ~ = W4~ J%m¥ ~ 49 %m, DBP, BBP, DEHP, DIBP

R E % % 1 £RolS 2011/65/EU Annex I1E# 5745 4 (EU) 2015/8632 *TE & 4. (Based on
the performed tests on submitted sample(s) the test results of Cadmium, Lead, Mercury,
Cr(VI), PBBs, PBDEs, DBP, BBP, DEHP, DIBP comply with the limits as set by RoHS
Directive (EU) 2015/863 amending Annex II to Directive 2011/65/EU.)
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P38 % % (Test Results)

B3EI% = (PART NAME)No. 1 o X p s (TRANSLUCENT PLASTIC)
B3 P ¥ R3S RO g
(Test Items) (Unit) (Method) iDL (R;zuit) (Limit)
4 / Cadmium (Cd) mg/kg |%% IEC 62321-5 (2013) » MR im & 2 n.d. 100
TR spEERERL / With
4~ / Lead (Pb) mg/kg |reference to IEC 62321-5 (2013) 2 n.d. 1000
and performed by ICP-AES.
& / Mercury (Hg) mg/kg | %% IEC 62321-4:2013+ AMDI1:2017 > 2 n. d. 1000
PR A8 E TR kS kiR
/ With reference to IEC 62321-
4:2013+ AMD1:2017 and performed by
ICP-AES.
+ % 4% / Hexavalent Chromium Cr(VI) mg/kg | %% IEC 62321-7-2 (2017) » mUV-VIS 8 n. d. 1000
. / With reference to I1EC
62321-7-2 (2017) and performed by
UV-VIS.
%59 ¥ %4 / Sum of PBBs mg/kg - n. d. 1000
- %% % / Monobromobiphenyl mg/kg 5 n. d. -
= %% % / Dibromobiphenyl mg/kg 5 n. d. -
Z %% % / Tribromobiphenyl mg/kg 5 n. d. -
z ;5.7 % / Tetrabromobiphenyl mg/kg %?}%;iﬁm;ﬁwg%ﬁl@f’ L #Bfﬁ 17 5 o d. _
— - = ith reference to
IR/ Pentabronobipheny] ng/kg 152?6232176 (2015) and performed 2 . d. *
+ %% ¥ / Hexabromobiphenyl mg/kg by GC/MS. 5 n. d. -
= 8.2 % / Heptabromobiphenyl mg/kg 5 n. d. -
A 53 ¥ / Octabromobiphenyl mg/kg 5 n. d. -
1 /%8 % / Nonabromobiphenyl mg/kg 5 n. d. -
;8.5 % / Decabromobiphenyl mg/kg 5 n. d. -
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2%
BI3E P ¥ B3R 3 ’ i
(Test Items) (Unit) (Method) MDL (R;suit) (Limit)
o.

% .95 ¥ @4 / Sum of PBDEs mg/kg - n. d. 1000
- 5.7 ¥ @ / Monobromodiphenyl ether mg/kg ) n. d. -
= 4.5 ¥ B / Dibromodiphenyl ether mg/kg 5 n. d. -
= 4% ¥ @ / Tribromodiphenyl ether mng/kg |. . o 5 n. d. -
w80 % i / Tetrabromodiphenyl ether mg/kg /%}%"1%1]?%?1‘;'}2521/6W§%ﬁ115’e)>fe;;jczp f]oﬁ 5 n.d. _
i &% ¥t/ Pentabronodiphenyl ether | ma/kg Nipo"6od91 6 (2015) and performed 2 n.d. =
- 8.9 ¥ . / Hexabromodiphenyl ether mg/kg by GC/MS 5 n. d. -
= ;8.5 ¥ @i / Heptabromodiphenyl ether mg/kg ’ ) n. d. -
N 4.5 F B/ Octabromodiphenyl ether mg/kg 5 n. d. -
1 :%.9% ¥ i / Nonabromodiphenyl ether mg/kg 5 n. d. -
-+ 8.7 ¥ @/ Decabromodiphenyl ether mg/kg ) n. d. -
HFZ- "R ¥ 7 fn / BBP (Butyl mg/kg 50 n. d. 1000
Benzyl phthalate) (CAS No.: 85-68-7)
AF - " ez 7 A / DBP (Dibutyl mg/kg 50 n. d. 1000
phthalate) (CAS No.: 84-74-2)
¥ 9 pe- (2-2 g B)f; / DEHP mg/kg 50 n. d. 1000
(Di- (2-ethylhexyl) phthalate) (CAS
No.: 117-81-7)
#F- v pez 27 Ay / DIBP (Di- mg/kg 50 n. d. 1000
isobutyl phthalate) (CAS No.: 84-69- %4 1EC 62321-8 (2017) > 12 4 48 K 47
5) /3 &Rl / With reference to
AF- Pz B%f / DIDP (Di- mg/kg [IEC 62321-8 (2017). Analysis was 50 n. d. -
isodecyl phthalate) (CAS No.: 26761- performed by GC/MS.
40-0; 68515-49-1)
F- " piz 23h, / DINP (Di- mg/kg 50 n. d. -
isononyl phthalate) (CAS No.: 28553-
12-0; 68515-48-0)
FZ P pReZ  Ffn / DNOP (Di-n- mg/kg 50 n. d. -
octyl phthalate) (CAS No.: 117-84-0)
MFZ " pez e fn / DNHP (Di-n- mg/kg 50 n. d. -
hexyl phthalate) (CAS No.: 84-75-3)

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at

and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at https://www.sgs.com/en/terms-and-conditions/terms-e-document. Attention is
drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s
findings at the time of its intervention only and within the limits of client’s instruction, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties
to atransaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the
Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.

25, Wu Chyuan 7th Road, New Taipei Industrial Park, Wu Ku District, New Taipei City, Taiwan / 25
t+886 (02)2299 3939 {+886 (02)2299 3237 WwW.S0S.COM.tw

Member of the SGS Group



SG

N = 2}
IE'JE%‘#F?

Test Report

el L ¥R AT

KAT SUH SUH ENTERPRISE CO., LTD.

gt uE T A R - BL3BEL
38, YEN PING N. RD., SEC. 1, TAIPEI, TAIWAN, R. 0. C.

5.5 (No. ) : CE/2019/80255 p ¥ (Date) : 2019/08/08 7 #(Page): 4 of 9

# 3z (Note) :
1. mg/kg = ppm; 0. 1wt% = 1000ppm
2. MDL = Method Detection Limit (= i f p[4&*2 &)
3. n.d. = Not Detected (& # )
4. "-" = Not Regulated (& %1% &
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# 53 %.(Style/Item No.) :

AWS, PC, AP, ATC, MMR, TV, BCS, UC, KUC, TS, PTS, DCC, RC, CTF, SN, DN, CAP, CATV, KFC, KFS,
MAT, BE, BT, CTT, CE, CDW, DR, DCV, RDCV, KTV, DL, DK, DR, BGQ, PAQ, HL, ES, CV, FC, FCT, FCP,
FCW, BG, SR, SR, FD, HBW, HTN, HTP, HTS, HP, HPA, RHR, FCV, RRCV, TV, STV, LD3, LE, LK, LX,
LQT, LQ, LDT, LY, LG3, LG, LH, LON, PLU, LHK, PLK, PLM, PLX, PLW, PLDI1, PLD2, PLD4, PLT, PLR,
PCL, KWS, WS, MT, MS, MCV, KW, TCV, TCVS, TTB, MFC, KG-N, PCC, TRH, PG, AG, AGJ, EG, NPT, PG,
AG, EG, AGJ, EGH, AGH, NPTH, AGJH, CV, NV, CVT, LT, CVS, ES, PH, CS, MCS, LCA, SP, SPA, SPB,
SPC, SPD, DS, EB, MS, BMS, HMS, TMS, MMS, MMR, KCS, SPS, PB, PST, HGS, GS, SWS, LCS, LCL, PCU,
PF, PN, PL, PHV, PCV, PCVS, PFVS, PGV, PSV, PWVS, PWV, PRVS, PDV, PUV, RPFVS, PS, PHC, PFS, M,
M, AG, EG, AGJ, NPT, HV, HVC, RCV, HRCV, RS, NPTA, SR, RSP, RW, PMA, HC, CS, CSA, RLS, SCS, SR,
MSP, PSP, SCT, 4J, 6J, 8J, 10J, 11J, 12J, HC, VC, FC, SWC, SNB, SB, RSB, 0SB, SR, SN, SR, KS,
SPR, SGN, ST, SR, TH, TH, THR, TR, TW, TRW, TT, TTU, CH, WR, FC, WH, WCT, JWS, JWB, DWS, OWS,
PWS, BWS, TWS, RH, RWS, LWS, RCS, SM, EGL, AGL, NPTL, AGJL, EGH, AGH, NPTH, AGJH, SM, PG%M,
LCH, SHW, RC, BPA, VF, DT, CHV, VA, BA, BV, STT, A, DP, AH, T, DV, DE, DP, HB, SWD, CAG, CEG,
RSC SERIES
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£ £ B 428 / Analytical flow chart of Heavy Metal

P T PR R RS R 2R (2 RS 2R
These samples were dissolved totally by pre-conditioning method according to below flow chart. ( Cr* test method excluded)

Bz 4 B R % / Technician : Rita Chen
Bl E F 4 1 %@ [ Supervisor: Troy Chang

P #(Page): 6 of 9

T4 « 4 % % & / Cutting -~ Preparation

v

R &£ £ / Sample Measurement

4 Pb/4g Cd/& Hg

v

kB RIT R R R

Acid digestion with microwave / hotplate

* 4 Cr(VD)

v

| #-£ %, | Non-metal |

% % | Metal |

ABS/PC/PVC | 4 H#¥/Others
v v

v

v

i g / Filtration

v

v

%% [ Solution

7% /& | Residue

v

RERBIE . 150~160°C ™ i

-k 33 [ Boiling
water extraction

v

Dissolving by it / Digesting at
ultrasonication 150~160C
v v

v

1) iz [ Alkalifusion
2) ®p&3 % [ HClto dissolve

BB0CHEETAF M P~k & | Separating
i i« / Digesting at to get aqueous
60°C by phase

ARk &
Cool, filter digestate
through filter

ultrasonication |

|
v

v

A % pH / pH adjustment

v

l

R E TR+ 5 5 R5E & | ICP-AES

4o r g d &R 4 | Add diphenyl-
carbazide for color development

dengpd RIBES ]
Add diphenyl-

carbazide for color
development

v

v

4 UV-VIS > B[tk 5% % & 540 nm 0
e & | Measure the absorbance at
540 nm by UV-VIS

2 UV-VIS » £ plE
&% it 7 540 nm h
“ofz & | Measure
the absorbance at
540 nm by UV-VIS
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5B/ 5 R F A 170428 / Analytical flow chart - PBB/PBDE

B R34 Rt p%er [ Technician: Yaling Tu
B Rl f f 4 : Ekc® [ Supervisor: Troy Chang

4 Z B3#A2R | First testing process ——»
M EHKAR [ Optional screen process ssasmun:
FEAZR [ Confirmation process = « = «p

| Sample / # & |
v
| Sample pretreatment / # & kJZ |

Screen analysis / #» & 4 15
L]
EEEEEEEEEEEEE NN EEEEEEEEEEEEEEEEEEEEEEEEET

v
Sample extraction % & % B/
Soxhlet method % 3% 55~

1
v

Concentrate/Dilute Extracted solution
Feoi kIR
v
| Filter | % 53 % |

1
v

| GCIMS/ # 4p & 47 7+ % |

This document is issued by the Company subject to its General Conditions of Service printed overleaf, available on request or accessible at |
and, for electronic format documents, subject to Terms and Conditions for Electronic Documents at https://www.sgs.com/en/terms-and-conditions/terms-e-document. Attention is
drawn to the limitation of liability, indemnification and jurisdiction issues defined therein. Any holder of this document is advised that information contained hereon reflects the Company’s
findings at the time of its intervention only and within the limits of client’s instruction, if any. The Company’s sole responsibility is to its Client and this document does not exonerate parties
to atransaction from exercising all their rights and obligations under the transaction documents. This document cannot be reproduced, except in full, without prior written approval of the
Company. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be prosecuted to the fullest extent of the law.
Unless otherwise stated the results shown in this test report refer only to the sample(s) tested.

25, Wu Chyuan 7th Road, New Taipei Industrial Park, Wu Ku District, New Taipei City, Taiwan / 25

t+886 (02)2299 3939 +886 (02)2299 3237 www.sas.com.tw

Member of the SGS Group



SGS

Bl =X s
RIFFIR £
Test Report
el 1 pEm 4 P
KAT SUH SUH ENTERPRISE CO., LTD.

gt uE T A R - BL3BEL
38, YEN PING N. RD., SEC. 1, TAIPEI, TAIWAN, R. 0. C.

5.5 (No. )« CE/2019/80255 p # (Date) : 2019/08/08 7 #<(Page): 8 of 9

¥ ¥R 4 4505428 / Analytical flow chart - Phthalate

B Pt R a7 r [ Technician: Yaling Tu
B Rl f§ 4 %K@ [ Supervisor : Troy Chang

[irl#% 3 3% [Test method: IEC 62321-8]

Hoa AIR
Sample pretreatment/separation

!

s THR = & et 255 |
Sample dissolved/extracted by THF

!

Foiefr |
Dilute Extracted solution

!

FAPR AT RS AT
Analysis was performed by GC/MS
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¥ BE oy BEET O PMATRRERALEE/IE, K
(The tested sample / part is marked by an arrow if it’s shown on the photo.)

¥k g2 2k (End of Report) **
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